NO ELEMENTS PURITY STANDARD VALUE
1 ' Aluminum | Al . Min | 99.7%
2 | silica si Max | 0.16
'3 | Iron Fe Max 0.01
4 | Copper Cu . Max 0.03
5 | Magnesium | Mn Max L 0.01
6 Manganese Mn  Max ' 0.03
E Zinc Zn Max | 0.03
'8 | Gallium Ga . Max | 0.01
9 | Titanium m ‘Max | 0.02
NO DESCRIPTION RESULTS
1 | Apperiance Silver White
2 Individual Ingots Weight | 22.7 * 1.5 Kgs each on average
3 » 740 x 170 x 114mm
Individual Ingots Dimeensions e 746 x 180 x 105 mm
. _ « T46x170x 114mm
4 ' Number of ingots per bundle | 44 Ingots [approximate)
'S | Size of Ingot Stack = 740 x 740 x 1026mm
= 746 x 746 x 950 mm
s« 746 x 746 x 1025mm
6 | Normal weight of bundle | 975 Kgs - 1,000 Kgs (approximate)
| 7 Bundle Strapping Material = Zinc Coated high tensile steel/

polyester straps
» 02 cross straps /03 parallel straps
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